
Table 2. Major and trace element composition of the Çukuriçi Höyük grinding stones (normalized; ‘n.d.’ not determined, below detection limit of instrument).

	
	141
	321
	632
	692

	SiO2 (%)
	69.73
	61.15
	62.70
	67.44

	Al2O3
	15.63
	17.53
	18.11
	15.31

	Fe2O3 (t)
	2.12
	4.56
	3.60
	2.44

	MnO
	0.02
	0.06
	0.11
	0.07

	MgO
	0.39
	2.04
	1.26
	0.30

	CaO
	2.41
	3.79
	1.30
	4.00

	Na2O
	3.84
	4.13
	3.16
	3.29

	K2O
	5.35
	5.72
	8.84
	6.31

	TiO2
	0.32
	0.64
	0.56
	0.32

	P2O5
	0.19
	0.39
	0.35
	0.52

	LOI
	0.66
	0.56
	1.33
	1.37

	V (ppm)
	30
	94
	73
	30

	Cr
	n.d.
	65
	n.d.
	24

	Co
	n.d.
	n.d.
	n.d.
	n.d.

	Ni
	59
	91
	102
	79

	Rb
	133
	184
	332
	181

	Sr
	222
	890
	256
	197

	Y
	11
	12
	31
	15

	Zr
	248
	322
	421
	242

	Nb
	n.d.
	n.d.
	30
	n.d.

	Ba
	676
	1267
	1001
	729

	La
	73
	121
	75
	68

	Ce
	268
	388
	355
	277

	Nd
	87
	115
	133
	85

	Sm
	7.5
	7.9
	9.2
	6.6

	Eu
	0.9
	1.9
	0.9
	0.8

	Yb
	n.d.
	0.9
	n.d.
	n.d.

	Zn
	n.d.
	33
	22
	n.d.
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